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OLIVINE SAND 

Particle Size Analysis & Properties 

Typical Mean % Retained 
ASTM Sieve Size (mm) LE 30 LE 45 LE 75 LE 120 

18 1.000 0.1 0.1 - - 
25 0.710 13.1 4.7 - - 
35 0.500 38.1 13.9 0.1 - 
45 0.355 39.5 22.6 1.6 - 
60 0.250 7.7 35.3 19.5 0 
80 0.180 1 18.7 31.5 0.3 

120 0.125 0.3 4.2 27.5 33.4 
200 0.090 0.2 0.4 10.2 40.7 
230 0.063 0.1 0.1 5.4 16.4 
-230 PAN - - 4.3 9.1 

Sum 100 100 100 100 

Typical Chemical Analysis 
Component Average (% wt.) 

MgO 49.8 
SiO2 41.6 

Fe2O3 7.4 
Cr2O3 0.45 
Al203 0.37 
NiO 0.32 

MnO 0.09 
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